MANCHESTER
1824

Organic Material In Aerogel Samples
from the STARDUST Mission

T. Henkel and I. C. Lyon

The University of Manchester, SEAES, Williamson Bldg., Oxford Road, Manchester, M13 9PL, UK
e-mail: torsten.henkel@manchester.ac.uk

Introduction:

d Organic material brought to Earth by
comets Is a possible source for life [1]

Aerogel backsides and non-flight spares: | "= Track 113: Backside vs Batch sample]

d There Is quite some scatter between the aerogel -
tile backsides and the non-flight spares
(statistical errors for each data point as similar to
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Stardust aerogel samples [e.g. 2] and 23Ng+ 2654 109 28§},160+ L4E5 33  28Gj+ S.ES 103 the marker size for almost all data points)
there are indications that organic material O > This could be from migrated cometary : _
survived in craters on the Al-foil [3,4] __ OO __ OOQ material or due to a heterogeneous | '
d Our previous study on a type A track S distribution of production contaminants : T [u]zéo om0 5005000

(C2012,15,134,0,0) revealed no organic
material enrichment within the track area
compared to the surrounding aerogel [5]
but showed the presence of several

m  Track 154: Backside vs Batch sample - ' ®  Track 134: Backside vs Batch sample j
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PAHSs, probably contamination, in the : 10 IR Pl N ; : 1 L: ..._ . ¥
aerogel e . " S -_,.:i'_. . _
d We have also analysed two partial tracks of type B. These ) or L .
samples consisted of 100 um long slices from cut-open a1 | S | -. e
tracks C2063,5’154,0,0 and C2061’9’113,0,0 [6] 0 100 - [u]zoo 300 400 500600700 0 100 - ]200 300 400 500600700
> B_oth sample_s showed contamination b)_/ Poly-Dimethyl- Results for track 154
Siloxane which was used during mounting the aerogel 1000 ¢ . , 0 " . .
tiles and is a common contaminant on plastic parts as ; m  Track 154 vs Batch sample Track 154 s or\]/vs a verylstrongr;] varlat:on
well as a wax which was used during production of . . compared to the aerogel batch sample.
TEM-grids which have been used to hold down the 100 | _ _.-' - 4| W The most significant peaks stem from
samples (see images on the right) g _':; " o . : .§ PDMS (yelloyv circle) or the TEM-grid-
» A comparison of the track spectra with the spectra from £ o " '_. o . ‘ wax (green circle)
the surrounding area did not reveal any significant % - _,"_ *» = s, U Indene and Naphthalene, which we
abundance of organic material in the track area only. v L . ; found in the track area previously [6],
» An explanation for this could be the migration of organic 1 are present in the aerogel batch sample
material within the aerogel _ : already
0 | w0 20 a0 a0 sweowoc = The large variation among the other
Mass [ul peaks could stem from a very
Aeroael backaround: Results for track 113: heterogeneous aerogel batch (E234)
g g : | - : o d Track 113 shows the same e | | = Track 113 vs Batch sample
4 Aerogel production included tetraethylorthosilicate and [Si(C,H:O),] and acetonitrile o : - i
[CH,CN] in a process of heat-treatment and super-critical drying [7] contamination by PDMS and the TEM- ol . ]
_ | grid-wax as track 154
d The aerogel batches have been baked at 300°C which reduced the organic content _ _ _ : _ - .
from initially 2.4% to around 0.5% [7] - There is a bottom line (red area) which - 2| . ] )
| | mainly stems from Si,O, H,-clusters g L Ry ]
» Several different batches of aerogel have been used to produce the tiles and _ _ © TR
each batch might be different 1 Peaks above the bottom line consistof £ 4| R 1
o | | o R _ SiO-clusters with attached hydrocarbons « R PL __}
> I\/Ilgrayon c_)f organic material could be limited and the distribution of organic in the higher mass range and simple o | _:
material within the aerogel could be heterogeneous hydrocarbons in the lower mass range _ :
- We therefore started analyses of non-flight spares and samples from the aerogel Q The aerogel tile stems from batch E236 . - P v eraymveppng
tile backside for a blank correction Mass [ul

Results for track 134:

100 £ - [ = Track 34 vs Batch =amPlel O Track 113 was mounted differently and
TOFSIMS using C4, Primary lons: i - 5 does not show the PDMS and wax
T i contamination
- Time-of-Flight Secondary lon Mass | > 10 * 3 [ The scatter among the data points is
Spectrometry (TOFSIMS) analyses were § | " similar to the previous two samples and
acquired using the IDLEZ2 instrument at the N . n o similar to the scatter already seen in the
University of Manchester [3] S i ; comparison between the backside and
d TOFSIMS combines complete mass spectra . batch sample
with high lateral resolution and high sensitivity 01y 1 W The aerogel tile stems from the same
d C,, primary ions cause less fragmentation of L - T oA 550650-7;0 batch E236 as the one above
secondary molecular ions and allow the Mass [ul
detection of the whole molecule as well as , e = o
depth-profiling of organic material s Discussion:

d Fragmentation patterns are like finger-prints of 15000
iIndividual organic molecules and can help to
understand the molecular structure but still
need to be compared to standards

d The most significant differences in tracks 154 and 113 stem from contaminations
(PDMS & wax) which can be deconvoluted from any cometary contributions
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d There is a significant amount of organic material already in the aerogel from

. . roduction including O- and N-bearing compounds
d Analyses were acquired from selected regions-  *- P J 9 P

of-interest which include the tracks themselves X

» Most of these seem to be bound to Si or SiO-clusters
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as well as surrounding aerogel Mass [u]  Previously found polycyclic aromatic hydrocarbons are already present in the
aerogel batch sample

d The origin of elevated hydrocarbon contents in track 113 is unclear and could stem

Results: from the comet or be spacecraft/terrestrial contamination

 All significant peaks in the mass spectra from the aerogel batch analyses, the tile
backsides and the track areas have been marked, especially looking out for peaks

» So far no cometary organic material could be identified reliably
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